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NCAMP Material Specification 
This specification is generated and maintained in accordance with NCAMP 

Standard Operating Procedures, NSP 100 
 
 

350ºF Autoclave Cure, Low Flow Toughened Epoxy Prepregs, Type 35, Class 1, 
Grade 190 

(Hexcel 8552 AS4 Unidirectional Tape) 
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Reviewed by: Ric Abbott (Abbott Aerospace), Jeffrey A. Bue (Lockheed Martin Aero), Allison 
Crockett (WSU NIAR), Jim Diepenbrock, Richard Fields, William McCarvill (Commercial 
Chemistries), Kristin Strole (WSU NIAR), Larry Sullivan (UTC), Brad Tipton (Gulfstream), 
Stephen Ward (SW Composites), Munir Zanial (Bombardier), and Hexcel Corporation. 
    
 

The specification is intended for general distribution to the public, either freely or at a price 
that does not exceed the cost of reproduction (e.g. printing) and distribution (e.g. postage). 
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