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3.2.10 Carbon Fiber Lot (definition) 

Carbon fibers formed during one essentially continuous, uninterrupted production 
run under the same steady-state process conditions using unlimited PAN 
precursor lots.  Individual carbon fiber spools must be traceable to the PAN 
precursor lot.  An inter
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QUALIFIED PRODUCTS LIST 

Supplier Product Designation Supplier Name, Location, 
and Line Number 

Date 
Qualified 

Specification 
Callout 

Tenax-E HTA40 E13 3K 
200tex 
Sizing: 1.10 – 1.40% 
 
 

Supplier Name: Toho Tenax 
America, Inc. 
 
Production Location: 
Toho Tenax Europe GmbH  
Industriepark Oberbruch  
Boos-Fremery-Straße  
52525 Heinsberg  
Germany 
 
Line Number: 202 Only 

12/5/2012 NMS 818/22, 
Style NT, 
Grade 3K 


	4.4 Change Control Approval (additional requirement)

